
NobelProcera® Full Contour Zirconia (FCZ) Implant Crown 
For Nobel Biocare Internal Conical Connection
Instructions for use

Important: Please read.
Disclaimer of liability: 
This product is part of an overall concept and may only be used in conjunction with 
the associated original products according to the instructions and recommendation of 
Nobel Biocare. Non-recommended use of products made by third parties in conjunction 
with Nobel Biocare products will void any warranty or other obligation, express or implied, 
of Nobel Biocare. The user of Nobel Biocare products has the duty to determine whether 
or not any product is suitable for the particular patient and circumstances. Nobel Biocare 
disclaims any liability, express or implied, and shall have no responsibility for any direct, 
indirect, punitive or other damages, arising out of or in connection with any errors in 
professional judgment or practice in the use of Nobel Biocare products. The user is also 
obliged to study the latest developments in regard to this Nobel Biocare product and its 
applications regularly. In cases of doubt, the user has to contact Nobel Biocare. Since the 
utilization of this product is under the control of the user, they are his/her responsibility. 
Nobel Biocare does not assume any liability whatsoever for damage arising thereof. 
Please note that some products detailed in this Instruction for Use may not be regulatory 
cleared, released or licensed for sale in all markets.

Description:
Nobel Biocare’s FCZ Implant Crown is a customized, CAD/CAM manufactured crown 
to be placed on an endosseous dental implant. The FCZ Implant Crown is seated and 
attaches directly to the dental implants and functions as restoration so that no additional 
abutment is needed. The FCZ Implant Crown is designed and made individually to 
fulfi ll the clinical need of the patient. The FCZ Implant Crown is made out of translucent 
Zirconia, available in several shades, and is delivered with a titanium adapter and an 
Omnigrip™ clinical screw.

1 FCZ Implant Crown availability and (clinical) screw tightening torque

Connection Platform Ncm

Nobel Biocare Internal 
Conical Connection

NP 35

RP 35

WP 35

Important: NobelProcera® FCZ Implant Crown Zirconia and corresponding  (clinical) 
Omnigrip™ screws require special Omnigrip™ screwdrivers.

Intended use:
The NobelProcera® FCZ Implant Crown is intended to be placed in the upper or lower jaw 
creating a prosthetic device (full contour crown), and to restore the patient’s chewing 
function and esthetics. The NobelProcera® FCZ Implant Crown is individually designed 
and manufactured to fulfi ll the clinical need of the patient. The NobelProcera® FCZ 
Implant Crown is made out of Zirconia and is delivered with a titanium adapter and an 
Omnigrip™ clinical screw.

Indications:
The NobelProcera® Full Contour Implant Crown is a premanufactured prosthetic 
 com ponent directly connected to endosseous dental implant and is intended for use 
as an aid in prosthetic rehabilitation.

Contraindications:
Treatment of patients with high expected loading conditions of the FCZ Implant Crown, 
e.g. severe bruxism and / or patients which are known to have allergic reactions to any 
materials used during the procedure are contraindicated.

Cautions:
NobelProcera® FCZ Implant Crown NP is not recommended for posterior use.

Close cooperation between surgeon, restorative dentist and dental  laboratory technician 
is essential for a successful implant treatment.

To secure the long term treatment outcome the practitioner / clinician is advised to 
provide comprehensive regular patient follow up after implant treatment and to inform 
about appropriate oral hygiene. 

Because of the small size of prosthetic components, care must be taken that they are not 
swallowed or aspirated by the patient.

Operating instructions:
It is strongly recommended that clinicians, new as well as experienced implant users, 
always go through special training before undertaking a new treatment method. 
Nobel Biocare offers a wide range of courses for various levels of knowledge and 
experience. For more info please visit www.nobelbiocare.com. 

Working the fi rst time with a colleague, experienced with the new device/treatment 
method, avoids eventual complications. Nobel Biocare has a global network of mentors 
available for this purpose.

Handling procedures:

Laboratory procedure:
Designing the FCZ Implant Crown

Wax-up design:
Scan and import clinical situation into the software:

–  If optical wax is not used, the surface needs to be coated with a conventional optical 
scanning spray.

–  Min. and max. constraints are enforced by the software.

–  Max. outer constraints are diameter 20 mm and a height of 20 mm.

CAD design:
–  To facilitate correct FCZ Implant Crown rotation, depth and angulation carefully insert 

an Abutment Position Locator into the Implant Replica.

– Scan and import clinical situation into software.

– Design FCZ Implant Crown.

– Min. and max. constraints are enforced by the software.

– Max. outer constraints are diameter 20 mm and a height of 20 mm.

Design recommendations:
Although the minimum design shape is controlled by the software the following is a list 
of  basic design recommendations:

– Height max = 20 mm & Diameter max 20 mm.

– FCZ Implant Crown individual body angulation max 20 degree.

2 Design recommendations per connection type

Platform Diameter min X mm at implant emergence tapering to Y mm above 
implant platform

NP X = 3.9, Y = 3.3

RP X = 4.3, Y = 3.1

WP X = 4.7, Y = 3.1

Notes:
–  Omnigrip™ Laboratory screws (identifi ed by blue color-coding on entire screw) are 

available for temporary fi xation of the FCZ Implant Crowns – used during the fi nalization 
of the restoration within the dental laboratory.

Laboratory fi nalizing procedures FCZ Implant Crowns:
–  If necessary, make minor adjustments using diamond impregnated fi nishing tools with 
fi ne grit size under low pressure and using copious water irrigation.

– Adhere to minimum dimensions described above.

–  Adequate polishing of occlusal surface shall be done with any appropriate  silicone 
polishing set intended for polishing zirconia occlusal surface.

–  The FCZ Implant Crown is delivered to the laboratory in selected shade. Additional 
stains can be added to the FCZ Implant Crown to achieve the desired fi nal color. 
Ceramic staining material compatible with zirconium oxide (within the CTE value of 
Zr material) can be used.

–  If desired, the FCZ Implant Crown can be individualized using the cut back method. 
This is done by reducing the buccal surface. Check that no  occluding surface is 
impacted prior to ordering the crown from Nobel Biocare. After  receiving the FCZ 
Implant Crown from Nobel Biocare this area is veneered with desired dental ceramics, 
compatible with zirconium oxide (within the CTE value of Zr material) can be used.

– Fluorescent glaze to be applied prior standard fi ring procedures.

– Clean in an ultrasonic unit.

Clinical procedure:
1.  Ensure that adapter is securely attached to the FCZ Implant Crown, then insert the 

screw into the FCZ Implant Crown, and place the assembly onto the implant. 

Notes:
–  If adjustments are necessary: Make minor adjustments using diamond impregnated 
fi nishing tools with fi ne grit size, under low pressure and using copious water irrigation. 
Polish occlusal surface with any appropriate silicone polishing set intended for polishing 
zirconia occlusal surface.

–  Post placement of the FCZ Implant crown, if it is necessary to remove the restoration 
for whatever reason from its seating in the oral environment, it may occur that the 
abutment’s metal adapter remains in the implant. If this is the case, the metal adapter 
can easily be removed with minimal force utilizing Nobel Biocare Abutment Retrieval 
Instrument Zirconia Conical Connection.

2.  Tighten the FCZ Implant Crown with the indicated torque (refer to Table 1: FCZ Implant 
Crown availability and clinical screw tightening torque) using the Omnigrip™ Screw-
driver and corresponding torque wrench. Over tightening may lead to damage of the 
device or early mechanical failure.

3.  It is recommended to verify the fi nal FCZ Implant Crown seating using  appropriate means.

4.  Once the FCZ Implant Crown is inserted into the implant, the defi ned torque applied 
and its seating verifi ed use conventional procedures to seal the screw access hole.
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Note: During regular checkups it is recommended to check on occlusion and adjust if 
needed (procedure as described above). In case occlusal surface becomes dull (looses 
gloss), polish as described above.

Warning: Because of the small size of prosthetic components, care must be taken that 
they are not swallowed or aspirated by the patient.

Precautions/warning: The clinician is advised to provide regular patient follow up and 
to inform about good oral hygiene.

Caution: Never exceed 35 Ncm prosthetic tightening torque for the abutment screw. 
Over tightening of abutment may lead to a screw fracture.

The FCZ Implant Crowns are delivered with Omnigrip™ screws (identifi ed by blue color-
coding on screw head) require the use of the Omnigrip™ screwdriver  (identifi ed by blue 
color-coding – blue ring on driver shaft). The Omnigrip™ screws and screwdriver and not 
compatible with the Unigrip™ system.

For additional information on restorative and dental laboratory procedures please consult 
the “Procedures & products” treatment guidelines available at www.nobelbiocare.com or 
request latest printed version from a Nobel Biocare representative.

To secure the long term treatment outcome, the practitioner/clinician is advised to 
provide comprehensive regular patient follow up after implant treatment and to inform 
about appropriate oral hygiene.

Materials:
FCZ Implant Crown: Yttria-stabilized Zirconium oxide. Adapter for FCZ Implant Crown: 
Titanium alloy 90% Ti, 6% Al, 4% V. Clinical screws: Titanium alloy 90% Ti, 6% Al, 4% V.

Cleaning and sterilization instructions:
This device is delivered non-sterile and must be cleaned and sterilized prior to use.

For USA: Seal single device in a pouch and steam sterilize at 270°F (132°C) for 3 minutes.

For outside USA: Seal single device in a pouch and steam sterilize at 132°C–135°C 
(270°F–275°F) for 3 minutes.

Alternative UK: Seal single device in a pouch and steam sterilize at 134°C–135°C 
(273°F–275°F) for 3 minutes.

Full set of recommended parameters are provided in “Cleaning & Sterilization 
Guidelines including MRI Information of Nobel Biocare Products” available at 
www.nobelbiocare.com/sterilization or request latest printed version from a 
Nobel Biocare representative.

Warning: Use of non-sterile device may lead to infection of tissues or infectious diseases.

Caution: This is a single use product not intended to be reprocessed. Reprocessing could 
cause loss of mechanical, chemical and / or biological characteristics. Reuse could cause 
cross contamination.

MRI safety information:
Please note that this product has not been tested for heating or migration in the MR 
environment.
Removable restorations should be taken out prior to scanning, as is done for watches, 
jewelry etc.

Storage and handling:
The product must be stored in a dry place in the original packaging at room temperature 
and not exposed to direct sunlight. Incorrect storage may infl uence device characteristics 
leading to failure. 

Disposal:
Disposal of the device shall follow local regulations and environmental requirements, 
taking different contamination levels into account.

 
  Manufacturer: Nobel Biocare AB, Box 5190, 402 26 
Västra Hamngatan 1, 411 17 Göteborg, Sweden.
Phone: +46 31 81 88 00. Fax: +46 31 16 31 52. www.nobelbiocare.com

Canada license exemption: Please note that not all products may have been licensed in 
accordance with Canadian law.

Prescription device: Rx only
Caution: Federal law restricts this device to sale by or on the order of a licensed 
physician or dentist.

EN All rights reserved. 
Nobel Biocare, the Nobel Biocare logotype and all other trademarks used in this document 
are, if nothing else is stated or is evident from the context in a certain case, trademarks of 
Nobel Biocare. Product images in this folder are not necessarily to scale.

Use-by date Do not re-useConsult instructions 
for use

Non-sterile Caution

2/2

IF
U

30
09

 0
00

 0
1



<<
  /ASCII85EncodePages false
  /AllowTransparency false
  /AutoPositionEPSFiles true
  /AutoRotatePages /None
  /Binding /Left
  /CalGrayProfile (Grey - ISO Coated v2 300% \050ECI\051 Fogra 39 \050Citat Standard\051)
  /CalRGBProfile (Adobe RGB \0501998\051)
  /CalCMYKProfile (ISO Coated v2 300% \050ECI\051)
  /sRGBProfile (sRGB IEC61966-2.1)
  /CannotEmbedFontPolicy /Error
  /CompatibilityLevel 1.4
  /CompressObjects /Tags
  /CompressPages true
  /ConvertImagesToIndexed true
  /PassThroughJPEGImages true
  /CreateJobTicket false
  /DefaultRenderingIntent /RelativeColorimetric
  /DetectBlends true
  /DetectCurves 0.0000
  /ColorConversionStrategy /CMYK
  /DoThumbnails false
  /EmbedAllFonts true
  /EmbedOpenType false
  /ParseICCProfilesInComments true
  /EmbedJobOptions true
  /DSCReportingLevel 0
  /EmitDSCWarnings false
  /EndPage -1
  /ImageMemory 1048576
  /LockDistillerParams false
  /MaxSubsetPct 100
  /Optimize true
  /OPM 1
  /ParseDSCComments true
  /ParseDSCCommentsForDocInfo true
  /PreserveCopyPage true
  /PreserveDICMYKValues true
  /PreserveEPSInfo true
  /PreserveFlatness true
  /PreserveHalftoneInfo false
  /PreserveOPIComments true
  /PreserveOverprintSettings true
  /StartPage 1
  /SubsetFonts true
  /TransferFunctionInfo /Apply
  /UCRandBGInfo /Preserve
  /UsePrologue false
  /ColorSettingsFile ()
  /AlwaysEmbed [ true
  ]
  /NeverEmbed [ true
  ]
  /AntiAliasColorImages false
  /CropColorImages true
  /ColorImageMinResolution 300
  /ColorImageMinResolutionPolicy /OK
  /DownsampleColorImages true
  /ColorImageDownsampleType /Bicubic
  /ColorImageResolution 300
  /ColorImageDepth -1
  /ColorImageMinDownsampleDepth 1
  /ColorImageDownsampleThreshold 1.50000
  /EncodeColorImages true
  /ColorImageFilter /DCTEncode
  /AutoFilterColorImages true
  /ColorImageAutoFilterStrategy /JPEG
  /ColorACSImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /ColorImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /JPEG2000ColorACSImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /JPEG2000ColorImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /AntiAliasGrayImages false
  /CropGrayImages true
  /GrayImageMinResolution 300
  /GrayImageMinResolutionPolicy /OK
  /DownsampleGrayImages true
  /GrayImageDownsampleType /Bicubic
  /GrayImageResolution 300
  /GrayImageDepth -1
  /GrayImageMinDownsampleDepth 2
  /GrayImageDownsampleThreshold 1.50000
  /EncodeGrayImages true
  /GrayImageFilter /DCTEncode
  /AutoFilterGrayImages true
  /GrayImageAutoFilterStrategy /JPEG
  /GrayACSImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /GrayImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /JPEG2000GrayACSImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /JPEG2000GrayImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /AntiAliasMonoImages false
  /CropMonoImages true
  /MonoImageMinResolution 1200
  /MonoImageMinResolutionPolicy /OK
  /DownsampleMonoImages true
  /MonoImageDownsampleType /Bicubic
  /MonoImageResolution 1200
  /MonoImageDepth -1
  /MonoImageDownsampleThreshold 1.50000
  /EncodeMonoImages true
  /MonoImageFilter /CCITTFaxEncode
  /MonoImageDict <<
    /K -1
  >>
  /AllowPSXObjects false
  /CheckCompliance [
    /None
  ]
  /PDFX1aCheck false
  /PDFX3Check false
  /PDFXCompliantPDFOnly false
  /PDFXNoTrimBoxError true
  /PDFXTrimBoxToMediaBoxOffset [
    0.00000
    0.00000
    0.00000
    0.00000
  ]
  /PDFXSetBleedBoxToMediaBox true
  /PDFXBleedBoxToTrimBoxOffset [
    0.00000
    0.00000
    0.00000
    0.00000
  ]
  /PDFXOutputIntentProfile (None)
  /PDFXOutputConditionIdentifier ()
  /PDFXOutputCondition ()
  /PDFXRegistryName ()
  /PDFXTrapped /False

  /CreateJDFFile false
  /Description <<
    /CHS <FEFF4f7f75288fd94e9b8bbe5b9a521b5efa7684002000410064006f006200650020005000440046002065876863900275284e8e9ad88d2891cf76845370524d53705237300260a853ef4ee54f7f75280020004100630072006f0062006100740020548c002000410064006f00620065002000520065006100640065007200200035002e003000204ee553ca66f49ad87248672c676562535f00521b5efa768400200050004400460020658768633002>
    /CHT <FEFF4f7f752890194e9b8a2d7f6e5efa7acb7684002000410064006f006200650020005000440046002065874ef69069752865bc9ad854c18cea76845370524d5370523786557406300260a853ef4ee54f7f75280020004100630072006f0062006100740020548c002000410064006f00620065002000520065006100640065007200200035002e003000204ee553ca66f49ad87248672c4f86958b555f5df25efa7acb76840020005000440046002065874ef63002>
    /DAN <>
    /DEU <>
    /ESP <>
    /FRA <>
    /ITA <>
    /JPN <FEFF9ad854c18cea306a30d730ea30d730ec30b951fa529b7528002000410064006f0062006500200050004400460020658766f8306e4f5c6210306b4f7f75283057307e305930023053306e8a2d5b9a30674f5c62103055308c305f0020005000440046002030d530a130a430eb306f3001004100630072006f0062006100740020304a30883073002000410064006f00620065002000520065006100640065007200200035002e003000204ee5964d3067958b304f30533068304c3067304d307e305930023053306e8a2d5b9a306b306f30d530a930f330c8306e57cb30818fbc307f304c5fc59808306730593002>
    /KOR <FEFFc7740020c124c815c7440020c0acc6a9d558c5ec0020ace0d488c9c80020c2dcd5d80020c778c1c4c5d00020ac00c7a50020c801d569d55c002000410064006f0062006500200050004400460020bb38c11cb97c0020c791c131d569b2c8b2e4002e0020c774b807ac8c0020c791c131b41c00200050004400460020bb38c11cb2940020004100630072006f0062006100740020bc0f002000410064006f00620065002000520065006100640065007200200035002e00300020c774c0c1c5d0c11c0020c5f40020c2180020c788c2b5b2c8b2e4002e>
    /NLD (Gebruik deze instellingen om Adobe PDF-documenten te maken die zijn geoptimaliseerd voor prepress-afdrukken van hoge kwaliteit. De gemaakte PDF-documenten kunnen worden geopend met Acrobat en Adobe Reader 5.0 en hoger.)
    /NOR <>
    /PTB <>
    /SUO <>
    /ENU (Use these settings to create Adobe PDF documents best suited for high-quality prepress printing.  Created PDF documents can be opened with Acrobat and Adobe Reader 5.0 and later.)
    /SVE <>
  >>
  /Namespace [
    (Adobe)
    (Common)
    (1.0)
  ]
  /OtherNamespaces [
    <<
      /AsReaderSpreads false
      /CropImagesToFrames true
      /ErrorControl /WarnAndContinue
      /FlattenerIgnoreSpreadOverrides false
      /IncludeGuidesGrids false
      /IncludeNonPrinting false
      /IncludeSlug false
      /Namespace [
        (Adobe)
        (InDesign)
        (4.0)
      ]
      /OmitPlacedBitmaps false
      /OmitPlacedEPS false
      /OmitPlacedPDF false
      /SimulateOverprint /Legacy
    >>
    <<
      /AddBleedMarks false
      /AddColorBars false
      /AddCropMarks false
      /AddPageInfo false
      /AddRegMarks false
      /ConvertColors /ConvertToCMYK
      /DestinationProfileName ()
      /DestinationProfileSelector /DocumentCMYK
      /Downsample16BitImages true
      /FlattenerPreset <<
        /PresetSelector /MediumResolution
      >>
      /FormElements false
      /GenerateStructure false
      /IncludeBookmarks false
      /IncludeHyperlinks false
      /IncludeInteractive false
      /IncludeLayers false
      /IncludeProfiles false
      /MultimediaHandling /UseObjectSettings
      /Namespace [
        (Adobe)
        (CreativeSuite)
        (2.0)
      ]
      /PDFXOutputIntentProfileSelector /DocumentCMYK
      /PreserveEditing true
      /UntaggedCMYKHandling /LeaveUntagged
      /UntaggedRGBHandling /UseDocumentProfile
      /UseDocumentBleed false
    >>
  ]
>> setdistillerparams
<<
  /HWResolution [2400 2400]
  /PageSize [612.000 792.000]
>> setpagedevice


